
Product Specification for Hand Wrap application (WFE)

PROPERTY (UNIT) 4.5µm TEST METHOD
TENSILE STRENGTH   MD Mpa 65 ASTM D 882

TD Mpa 22 ASTM D 882

ELONGATION  MD % 130 ASTM D 882

TD % 400 ASTM D 882

PUNCTURE kg ≥1.3 HIGHLIGHT TESTER

STRETCH LEVEL % 15 HIGHLIGHT TESTER

Paper Core Specification Film Dimension Specification

DIMENSION TOLERANCE DIMENSION TOLERANCE
LENGTH (mm) ± 2% FILM WIDTH (mm) ± 2%
THICKNESS (mm) ± 5% FILM THICKNESS (µm) ± 15%


